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Secondary minerals of tungsten that are the products of alteration of scheelite present in quartz veins in the 
Ishidera area, Wazuka, Kyoto Prefecture, have been examined using XRD, SEM-EDS, EPMA, and XRF. From 
the results, three tungsten minerals were identified: anthoinite, mpororoite, and hydrokenoelsmoreite. The two 
former minerals have not been reported to be found in Japan. This is, therefore, the first discovery of anthoinite 
and mpororoite in Japan. The two minerals form a white powdery mixture with pseudomorphing scheelite. 
Chemical analysis of the mixture shows that the Al/W ratio is approximate to 1 and that the Fe2O3 content is 
very low, suggesting that the ideal formulae of anthoinite and mpororoite are WAlO3(OH)3 and 
WAlO3(OH)3·2H2O, respectively, even though the original mpororoite had a high content of Fe2O3 substituting 
for Al2O3. In addition to these two minerals, another tungsten mineral was also found within the scheelite-pseu-
domorphs. It occurs as aggregates of regular octahedral crystals up to 50 μm in length. The XRD data are in 
good agreement with those for hydrokenoelsmoreite, but chemical analysis shows that the major components 
are WO3, Al2O3, and H2O with no Fe2O3. Up to this time, only Fe-containing hydrokenoelsmoreite, once termed 
ferritungstite according to the old nomenclature, has been widely reported to be found in Japan. This paper is 
the first to report the occurrence of such an Fe-free hydrokenoelsmoreite in Japan. It is likely that these three 
secondary minerals of tungsten at Wazuka were formed in an environment where the supply of H2O and Al2O3 
and the leaching of calcium ions from scheelite took place simultaneously. The source of Al is ascribed to the 
decomposition of muscovite in the quartz veins.
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INTRODUCTION

From southern Kyoto Prefecture to northern Nara Prefec-
ture, the non-metamorphosed sedimentary rocks of the 
Tamba Belt change gradually into the Ryoke metamorphic 
rocks. In the Wazuka district in southern Kyoto Prefec-
ture, the Late Jurassic accretionary complex of the Tamba 
belt (Wazuka Unit) is distributed as the protolith of the 
Ryoke metamorphic rocks. The Wazuka Unit is composed 
of mudstone and bedded chert, and the strata dip steeply 
from north to south (Ozaki et al., 2000). In the Ishidera 
area in the Wazuka district, there are a number of quartz 

veins in the mudstone of the Wazuka Unit. These quartz 
veins are grayish and are composed mainly of quartz with 
a minor amount of muscovite, goethite, and feldspar asso-
ciated with fluorapatite, scheelite, beryl, tourmaline, and 
some sulfide minerals (Tsuruta et al., 2008). Tsuruta et al. 
(2008) suggested that the grayish quartz veins were hy-
drothermally altered after their formation, and they also 
reported the presence of the secondary minerals phos-
phate (cacoxenite and phosphosiderite), tungstate (ferri-
tungstite), and beryllium minerals (bertrandite). We have 
newly found some secondary tungsten minerals formed 
by the alteration of scheelite in the quartz veins in the 
Ishidera area. Powder X-ray diffraction (XRD) shows that 
these minerals are anthoinite, mpororoite, and elsmoreite. 
This is the first time that these three mineral species have 
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been found in Japan. The present paper deals with the 
mode of occurrence and the mineralogical properties of 
these tungsten minerals obtained at Wazuka.

SAMPLES AND METHODS

Sample description

The mineral samples in this study are products of altera-
tion of the scheelite that is present in vein quartz associat-
ed with muscovite and goethite. The samples of interest 
are clearly classified into two types: (A) white powdery 
mass with occasionally pseudomorphing scheelite (Fig. 
1a) and (B) fine crystalline aggregates with colors ranging 
from colorless to pale-yellow that are associated with the 
white powdery materials (sample A) within the same 
scheelite-pseudomorph (Fig. 1b). Most of the pseudo-
morphs after scheelite contain residual scheelite having a 
white or pale-yellow color. The grains of the white pow-
dery materials (sample A) are very fine (<1 μm), as seen 
in a backscattered electron image (Fig. 1c). On the other 
hand, sample B exists as aggregates of octahedral crystals 
up to 50 μm in length (Fig. 1d). Sample B is considerably 
rarer than sample A or scheelite.

Analytical methods

To identify mineral species in the present samples, chemi-
cal analyses were carried out using an electron probe mi-

croanalyzer (EPMA) and X-ray fluorescence (XRF) spec-
trometer in addition to the XRD analysis. The samples for 
XRD and XRF were carefully separated under a stereomi-
croscope and then were ground to powder using an agate 
mortar. XRD was performed using a RIGAKU SmartLab-

SS and using Ni-filtered CuKα radiation at 40 kV and 40 
mA. Unit cell parameters were calculated from the XRD 
data by the least-squares method using CellCalc (Miura, 
2003). 

SEM images and EDS spectra were obtained using 
an SEM-EDS (HITACHI S-3000H equipped with a 
HORIBA EMAX-7000 EDX system) operating at 20 kV 
with a beam current of 0.3 nA. Quantitative analyses of 
the polished samples were performed using an EPMA 
(JEOL JXA-8105) by carrying out ZAF correction. The 
acceleration voltage was 15 kV, beam current was 3.0 nA, 
and beam diameter was 3 μm. The standards employed 
were synthetic scheelite (W), corundum (Al), hematite 
(Fe), natural wollastonite (Ca), and jadeite (Na). 

The white powdery materials (sample A), however, 
exist as intimate mixtures (<1 μm) with two or more 
phases, because of which carrying out quantitative chemi-
cal analyses is almost impossible. The chemical composi-
tions of the individual components in such an intimate 
mixture could not be determined separately even by using 
SEM-EDS and EPMA. Therefore, their bulk composi-
tions were determined using an XRF method (RIGAKU 
ZSX Primus II). In addition, the total hydrogen content of 
the powdery mixture was determined to estimate the 

Figure 1. Photographs of the second-
ary tungsten minerals from the 
Ishidera area, Wazuka. (a) White 
powdery mass consisting of an-
thoinite and mpororoite with pseu-
domorphing scheelite [sample A]. 
(b) Fine crystalline aggregates 
(shown by an arrow) with a schee-
lite pseudomorph [sample B]. (c) 
Backscattered electron image of 
sample A showing the fine admix-
ture of anthoinite and mpororoite. 
(d) Secondary electron image of 
sample B showing euhedral octahe-
dral crystals of hydrokenoelsmore-
ite.
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Table 1. Representative XRD data for anthoinite and mpororoite

1. Mixture of anthoinite and mpororoite from Wazuka, Japan (present work).
2. Anthoinite from the Nyamulilo mine, Uganda (ICDD-PDF 25-1489).
3. Mpororoite from the Mpororo mine, Uganda (ICDD-PDF 25-1496).
* Abbreviations and ICDD-PDF number: Sch, scheelite (7-210).
+ This mark indicates the peak overlapping that of scheelite.



36 N. Shimobayashi, M. Ohnishi and K. Tsuruta

amount of H2O, using a CHN analyzer (YANACO MT-6) 
at the Laboratory for Organic Elemental Microanalysis, 
Kyoto University.

DESCRIPTION OF MINERALS

Mixture of anthoinite and mpororoite [Sample A]

XRD revealed that the white powdery materials are mix-
tures of anthoinite and mpororoite (± scheelite). Repre-
sentative XRD data are listed in Table 1 and ICDD-PDF 
25-1489 (anthoinite) and 25-1496 (mpororoite) are also 
provided for comparison. The unit cell parameters are a = 
9.51(4) Å, b = 9.23(2) Å, c = 13.10(6) Å, α = 93.6(2)°, β 
= 120.2(4)°, and γ = 88.3(2)° for the triclinic cell of an-
thoinite, and a = 8.25(3) Å, b = 9.31(5) Å, c = 16.28(4) Å, 
and β = 93.2(5)° for the monoclinic cell of mpororoite, 
respectively. 

By carrying out XRF and CHN analyses, the chemi-
cal composition of the admixture of anthoinite and mpo-
roroite is quantitatively determined by normalizing the to-
tal as 100 wt% (Table 2). As mentioned above, each min-
eral cannot be analyzed separately even by using electron 

microprobe methods, but EDS spectra clearly show that 
neither anthoinite nor mpororoite contain Ca and Fe. The 
powder samples used for XRF were possibly contaminat-
ed with scheelite and goethite. Analysis of any part of the 
polished surface of the mixture of anthoinite and mporo-
roite with electron microprobes showed that the Al/W ra-
tio did not vary considerably and was almost constant. By 
assuming that CaO and Fe2O3 in Table 2 can be ignored as 
the contaminants from scheelite and goethite, respective-
ly, and that there is no difference between the distribution 
of Al/W in the two tungsten minerals, the chemical for-
mulae of the anthoinite and mpororoite are considered to 
be W0.99Al1.01O3(OH)3 and W0.99Al1.01O3(OH)3·nH2O, re-
spectively. These formulae are quite similar to the ideal 
formulae proposed by Matsubara et al. (1984), i.e., 
WAlO3(OH)3 and WAlO3(OH)3·2H2O, respectively. Table 
2 shows the ratio of H/W = 3.3 for sample A, which sug-
gests that the powdery mixture is predominantly com-
posed of anthoinite. 

Hydrokenoelsmoreite [Sample B]

The XRD data (Table 3) of sample B were in good agree-
ment with those of elsmoreite (ICDD-PDF 57-920) or 
ferritungstite (PDF 85-2149), which belong to a pyro-
chlore supergroup in a cubic system. The refined unit cell 

Table 2. Chemical analyses of anthoinite and mpororoite

1. Mixture of anthoinite and mpororoite from Wazuka, Japan (pres-
ent work).

2. Mixture of anthoinite and mpororoite with minor montmorillon-
ite from Kara mine, Tasmania (Matsubara et al., 1984).

3. Anthoinite from the Bugarama mine, Rwanda (Sahama et al., 
1970).

4. Anthoinite from the Nyamulilo mine, Uganda (Sahama et al., 
1970).

5. Mpororoite from the Mpororo mine, Uganda (von Knorring et 
al., 1972).

Table 3. XRD data for hydrokenoelsmoreite

1. Hydrokenoelsmoreite. Wazuka, Japan (present work).
2. Hydrokenoelsmoreite from Elsmore, Australia (ICDD-PDF 57-

921).
* Abbreviation and ICDD-PDF number: Sch, scheelite (7-210).
+ mark means the peak overlapping that of scheelite.



37Secondary minerals of tungsten from the Wazuka district

parameter is a = 10.2032(7) Å, which is considerably 
more similar to a = 10.2030 Å for elsmoreite than to a = 
10.3520 Å for ferritungstite.

Chemical analysis determined with EPMA gave 
WO3/Al2O3/Fe2O3/CaO/Na2O/H2O = 80.17:7.82:0.08:0.67: 
1.16:10.10 by normalizing the total as 100.00 wt%. Be-
cause of insufficient amount of the sample, the CHN anal-
ysis could not be carried out for sample B. Instead, a ther-
mogravimetric analysis (RIGAKU TG-8120) was con-
ducted and the weight loss was found to be about 10 wt% 
between 100 and 300 °C, which is concordant with the re-
sult of the EPMA analyses. The empirical formula on the 
basis of W + Al + Fe3+ = 2 is (Na0.15Ca0.05)∑0.20(W1.38Al0.61 

Fe3+
<0.01)∑2.00[O4.39(OH)1.61]∑6.00·1.44H2O. We referred to the 

IMA-approved formulae given in the official IMA-

CNMNC List of Mineral Names (updated version, March 
2009) and found that this formula corresponds more 
closely to that of alumotungstite [(H2O,Ca)x(W,Al)2 

(O,OH)6·nH2O] or elsmoreite [WO3·0.5H2O] than to fer-
ritungstite [(W,Fe3+)2(O,OH)6·n(H2O,K,Ca,Na)], even tho
ugh the chemical formulae assigned to these three miner-
als are not well established. Of these three, only ferritung-
stite has been found at several locations in Japan (e.g., 
Matsubara et al., 1994, and Tsunoda and Shimizu, 1995), 
while the other two have not been reported to be found 
anywhere in Japan. Recently, however, Atencio et al. 
(2010) proposed a new nomenclature scheme for the py-
rochlore supergroup to which these three minerals belong, 
and these minerals were classified under a new group 
“hydrokenoelsmoreite.” Thus, the present mineral (sample 
B) should be called hydrokenoelsmoreite.

DISCUSSION

The secondary tungsten minerals have been reviewed 
thoroughly in terms of their nature and occurrence by Sa-
hama (1981). According to Sahama (1981), anthoinite 
was originally discovered from the eluvium of the Mt. 
Misobo tungsten mine (Congo) in 1947. Subsequently, 
Sahama et al. (1970) presented new data for this mineral 
found at the Bugarama mine (Rwanda) and the Nyamulilo 
mine (Uganda). Mpororoite, on the other hand, was first 
discovered at the Mpororo tungsten mine (Uganda) by 
von Knorring et al. (1972). Sahama (1981) described that 
mpororoite may be a hydrated analogue of anthoinite 
formed at the first stage of scheelite alteration. However, 
the two minerals were not found in the same locality for a 
long time. Matsubara et al. (1984) first discovered the co-

existence of anthoinite and mpororoite from the altered 
skarn of the Kara mine, Tasmania (Australia). To the 
knowledge of the authors, the present paper is the second 
report about their co-existence, but it is the first report 

about their occurrence in hydrothermally-altered quartz 
veins. The two minerals from both the localities, the Kara 
mine and the Wazuka district, form a powdery mixture in 
common, with occasionally pseudomorphing scheelite. 
Matsubara et al. (1984) mentioned that the formation of 
these minerals requires the supply of H2O and Al2O3 and 
leaching of a large quantity of calcium from scheelite. 
Further, they reported that such conditions have been at-
tained rarely, but a similar alteration of scheelite is con-
sidered to have occurred in the Ishidera area. Matsubara 
et al. (1984) considered that the source of Al can be as-
cribed to the decomposition of the aluminian garnet in the 
skarn of the Kara mine. In the Ishidera area, however, the 
decomposition of the muscovite in the quartz veins was 
considered to be the source of Al.

After Sahama’s (1981) review, elsmoreite was newly 
discovered in the granitic pegmatite veins at the Elsmore 
tin deposit in New South Wales (Australia) by Williams et 
al. (2005). According to the new nomenclature proposed 
by Atencio et al. (2010), this elsmoreite reported by Wil-
liams et al. (2005) is a specimen of the type hydro-
kenoelsmoreite. The hydrokenoelsmoreite discovered by 
Williams et al. is nearly Al-free, whereas this hydro-
kenoelsmoreite from the Wazuka district contains a con-
siderable amount of Al2O3. According to the old species 
nomenclature, it can be termed as alumotungstite, in 
which Al3+ can replace some of the W6+ in elsmoreite, 
even though no detailed description of alumotungstite has 
been published. Further, the hydrokenoelsmoreite from 
the Wazuka district is nearly iron-free and differs from 
the mineral that was once termed ferritungstite. This min-
eral is also considered to have been formed under the 
same peculiar conditions in which the supply of H2O and 
Al2O3 and the leaching of a large quantity of calcium from 
scheelite occurred and therefore resulted in the formation 
of the mixture of anthoinite and mpororoite. However, the 
reason for the occurrence of the hydrokenoelsmoreite be-
ing more uncommon than that of the mixture of anthoinite 
and mpororoite even in the Ishidera area still remains un-
clear. 
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